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Note : i) Attempt total five questions out of eight.
P MG H A UlF AT Dl gA DI

i) Incase of any doubt or dispute, the English version question
should be treated as final.

fdt ff yopR & T reET faae Ft RUfy T st 9T &
ueT &Y IFfaH gET SR

1. a) Differentiate between Igneous Rocks and Metamorphic Rocks.
3

JFY AEET T HRTART I § IR ¥ HIf
b) Why fresh blast hole should not be too near the failed blast

hole? 3
1 faRpies f5g, R fmT e frenie fisg & feger u
<TEl g iy

¢)  Write a short note on requirement of good building stone. 6

fmfor @rf & forv ey geeR &Y amgeTmaTat W wdfd feoguht

ferRau
d) Whatis quarrying of stones? List various methods of quarrying
and describe any one method in detail. 8

TeeR ¥ IgET A FT I g ? I it fARket o
Tdlag o= fxdt @ Yy o1 fear | auf Hifsmgl

F/2018/6172 PT.O.



b)

c)

d)

d)

b)

2]

Differentiate between ground moulded brick and table moulded
brick. 3

e O THIH W T TAT ST H 9T W A ¥ IR WY
Hifdry

Why frog is;provided in the brick? 3
$c § Rearm (frog) @t s=1a1 STl &2
Write a short note on testing of bricks. 6
i F e wR G fewft ks
State the properties of good building bricks. 8

fmfor @t & Swim o aett aregh et it RAvard foRa

Differentiate between Lime mortar and Cement mortar. 3
T B AR d1 AT RIER H 3R € Bl
Where and why slotted angle sections are used? 3

QRIGR Wel AT P IUIN e SR FAT [Bar STam g2
Name common engineering materials used in construction. 6 -
fmfor Pl § Suaw o aret A SRR gerelf & am
forRagi

What do you understand by admixtures? What are various
admixtures which can be used in concrete? 8

QARYHDR A Y FI7 I & ? Dishic § DH-P & Gi%h
B ITT fHaT ST FepaT &7

Differentiate between Fat lime and Quick lime. 3
J€ I T 3FgH T 7 IR TE DIRATI

Why fresh cement should be used in important construction
works? 3

mgeayel Fmfor Rt J dron dive BT § ST R S AR
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d)

d)

(3]

What is Murum? State four uses of Murum. 6

Toq 1 2? g6 & DS IR SuIT forRau

Explain any four types of cement used in civil engineering works
with their characteristics and uses. 8
Rrfarer S prif 3 S 8 areft Rl TR e Y wlife
BT AT qoT ST T Y qvi G

Differentiate between coarse aggregate and fine aggregate. 3
A1 e qen ad fieme & s ww SR

What is reason behind bulking of sand? 3
X ¥ T & 9 @ eR T §7

Write a short note on fineness modulus of coarse aggregate. 6
AIe fiemal & Ferar quie W Gfm o iRl

Describe Flakiness Index and Elongation Index of coarse
aggregate. How these are measured in the laboratory. 8

I e & gAY guehich (Flakiness Index) @erm <efawur
qadic (Elongation Index) 7 auf & qargd) fs 5= waemen
T H ST fhar S &7

Differentiate between segregation of concrete and bleeding of
concrete. 3

PIhIC B YAFIRO TAT Fighle b (@0 & 9 a=ar Tw
HIRTI

Why curing of concrete is necessary? 3
BEHIC Bl TRIE IRAT F4T NP & ?
Write a short note on water-cement ratio. 6

el e U W g feopft fiRaw
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d)

7. a)

b)

d)

b)

d)

(4]

Define workability. Describe slump cone test for measurement
of workability. 8

gordar o gRefia HIR) Geriar 9o & o @ ST arel
TAT-2pIe TN 7 gui HiIfRTT

Differentiate between wood and timber. 3
DL AT TBTS H IR T P
Why knots are not preferred in timber? 3
B ¥ M3 3rEE T T A St ?
Write a short note on artificial timber. 6
T vors R e et foRayl
Describe in detail various defects in timber. 8
wers & fafer Qel &1 iR @ gl i
Differentiate between oil paint and cement paint. 3
dot Ue gT |Hive e H 3R TE AR
Why spray painting is superior to painting by brush? 3
5 Ui @ g7 gRT Ui | S8t T AT S £
Write a short note on ingredients of paints. 6
Uz & faftmr sezal w Afém el ferfam
What is varnish? What component materials used in varnish?
Explain method of preparation of varnish. 8
aiffer @ar &7 affer 3 -9 gce vl IR B S 87
aqiffer g9 Y R @t TR

oo D
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